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Highly transparent poly(2-ethyl-2-oxazoline)-TiO2
nanocomposite coatings for the conservation of
matte painted artworks†
A. Colombo,*ab F. Gherardi,c S. Goidanich,c J. K. Delaney,d E. R. de la Rie,e
M. C. Ubaldi,b L. Tonioloc and R. Simonuttia
A nanocomposite coating based on TiO2 nanoparticles and poly(2-ethyl-2-oxazoline) is used as
consolidant of matte painted surfaces (temperas, watercolors, modern paintings). The aim of this work is
to provide advances in the conservation of these works of art, while preserving their optical appearance,
in terms of colour and gloss. Fiber Optic Reﬂectance Spectroscopy (FORS) measurements of a paintingmodel (an acrylic black monochrome) treated with the nanocomposite coatings revealed that it is
possible to match the optical appearance of the painted surface by tuning the amount of nanoparticles
in the polymeric matrix. The requirement of retreatability of the material has been veriﬁed by removing
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the nanocomposite cast on the painted surface with aqueous solutions. FTIR and SEM/EDX
measurements showed that almost no traces of the nanocomposite remained on the painted surface,
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allowing its use for the treatment of real paintings. Test were performed using a contemporary studio-
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model on canvas attributed to Agostino Bonalumi (1935–2013).

Introduction
One of the most important aims of the conservation and
restoration of cultural heritage is the preservation of the original materials. A common treatment is that of consolidation,
which consists of the deposition of a suitable material, oen
a polymer, among cracked or aking layers of painted surfaces.
This treatment is one of the most delicate operations because it
may be invasive from the chemical and aesthetical points of
view. A rst concern is that of aging of the added material and
interaction with the original materials, since complete removability aer the application is not always possible. Another
concern is that of change of the original appearance of the work
of art, in terms of gloss and colour saturation. Moreover,
consolidation treatments are oen localized in degraded areas,
implying a loss of optical homogeneity.
This is less of a concern in the case of many old master
paintings, which typically are covered with a nal transparent
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layer, called varnish, which provides a homogeneous appearance. Such paintings are optically less aﬀected by consolidation
treatments. The eﬀects of varnishes on the appearance of
paintings have been extensively studied and, generally speaking,
varnishing results in increased gloss and colour saturation.1–3
With the advent of Impressionism in the late 19th century, the
use of varnish started to decline, and paintings were oen le
matte. Conservation treatments of such paintings (Impressionist, Macchiaioli, Spazialist, American realist are only some
examples of artist movements with this preference) are challenging, as materials added to re-adhere or consolidate fragile
and aking painted layers tend to change their appearance.
Varnishing such paintings is generally discouraged as the
optical appearance of the artwork may be altered. The same is
true for consolidating treatments of such paintings, which may
have dramatic eﬀects on their appearance. Until now, a satisfactory solution to this problem has not been found and in the
more demanding cases, such as the conservation of dark
monochromes, conservators avoid treating their paint layers
because many treatments would induce a change of the surface
appearance, in terms of colour and gloss.
Nanotechnology has been used with promising results for
the conservation of cultural heritage. As an example the
consolidation of wall painting and the de-acidication of the
paper with calcium and magnesium hydroxides nanoparticles
have been reported.4–8 Recently, also titanium dioxide nanoparticles played an important role in the cleaning of stones, as
self-cleaning coating for its well-known photocatalytic9–13 and
anti-bacterial activity.14 On the other hand, TiO2 is
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a semiconductor oxide (Eg z 3 eV), transparent in the visible
range, with a high refractive index (2.49 at 589 nm for anatase
phase),15 so it meets several requirements for important applications in optoelectronics,16 photovoltaics,17 and catalysis
elds.18–20 Optical properties of synthetic polymers, such as UV
absorption,21 diﬀusion,22 and refractive index23 can be improved
and modulated by the introduction of TiO2 nanoparticles in the
organic matrix, preserving the material transparency, the
absence of colour, lightness and exibility. There are not many
inorganic nanoparticles with the same optical properties of
TiO2 (high refractive index, transparency in the visible with UV
absorption). Some high refractive index polymer nanocomposites reported in literature were prepared with ZrO2 (n ¼
2.16 at 589 nm)24 and ZnO (n ¼ 2.00 at 589 nm)25 that, like TiO2,
show also photocatalytic properties.26 Moreover, TiO2 is most
oen used as inorganic phase due to the higher refractive index
and its easier preparation in both laboratory and industry.27
Here we report a proof-of-concept of innovative coatings,
based on TiO2 nanoparticles and poly(2-ethyl-2-oxazoline)
(PEOX), able to mimic the surface diﬀusive properties of
matte painted surfaces. PEOX is a material already used in the
conservation eld as adhesive and consolidant, but seldom on
painted surfaces.28–32 In PEOX lms containing TiO2 nanoparticles, surface and volume scattering are a function of the
nanoparticles' concentration in the polymeric matrix; however
high optical transparency is always preserved. These lms,
starting from a PEOX aqueous solution containing TiO2 nanoparticles, have been applied on painted specimens realized by
using a commercial acrylic colour brushed on an industrial
canvas, as a model for modern paintings characterized by
a matte appearance. The ability of these lms to coat the
painted surface without changing its optical properties has
been evaluated using Fiber Optics Reectance Spectroscopy
(FORS), which measured the diﬀuse reectance spectrum from
a surface in the visible to near infrared (350 to 2500 nm). The
chemical stability and removability of the coatings were studied
using accelerated aging, infrared spectroscopy and electron
microscopy.

Experimental section
Materials
TiO2 nanoparticles are elongated clusters whose the longest axis
measures about 40 nm composed of primary nanocrystals of
about 5–6 nm diameter. They were synthesized according to the
non-aqueous route33 as reported in a previous work.34 PEOX
(Aquazol 200®, Polymer Chemistry Innovation, Mw ¼ 200000,
purchased from CTS s.r.l.) lm (A0) was prepared by evaporation of the water and used as reference. The polymer was used
as received. Nanocomposite lms were obtained by mixing
diﬀerent ratios of the nanoparticles dispersion in the aqueous
polymeric solution. Films based on an increasing concentration
of nanoparticles in the polymeric matrix: 16 wt%, 28 wt% and
44 wt%, called C16, C28, C44 respectively, were prepared by
evaporation of the solvent at room temperature and environmental pressure. Aqueous dispersions and the solution of pure
polymer were cast on painting-model surfaces.
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The painting-model was obtained by casting an acrylic black
colour (bone black, Windsor and Newton® tube) on a preprepared cotton canvas. The aim is to simulate a black monochrome painting, one of the most diﬃcult cases in conservation
treatments. Painting-replicas were treated with nanocoatings by
brushing them on the black surface. Every replica was coated
with the same amount in weight of material. The same treatment has been performed on the studio-model attributed to
Agostino Bonalumi (1935–2013).
Removal of nanocomposite lms has been carried out by
using two tampons soaked in polysorbate surfactant TWEEN 20
(CTS s.r.l.) and a water solution of ammonium citrate tribasic
(TAC) (CTS s.r.l.) 1 wt%, two years aer the treatment. These
specimens were kept in a conservation studio, in front of
a window facing west, exposed to a measured illuminance
coming from sunlight of about 47  5 lux, in good agreement
with museum lighting guidelines.35 The quantication of the
ux was performed by using a portable digital lux-meter (La
Fayette DT1300), at about 01 : 00 p.m., in winter.

Characterization techniques
Ellipsometric measurements were carried out on glass
substrates treated with the nanocomposite coatings, by means of
a variable angle spectroscopic ellipsometer WVASE32 (J. Woollam). All measurements were done at three angles of incidence:
50 , 55 and 60 ; the operating wavelengths range is between 300
to 1700 nm. Nanocomposite lms were considered as transparent dielectrics and the refractive index dispersion has been
described by the Cauchy parameterization model (n(l) ¼ A +
B/l2 + C/l4).15 This model has been used for tting ellipsometric
data. In order to verify the surface roughness Bruggeman
Eﬀective Medium Approximation (EMA) has been used; this
model consists of a homogenous mixture of material and voids.36
As consequence, the stack model used for analyzing the samples
is characterized by three layers: glass, lm, lm + voids (EMA).
Nanocomposite coatings cast on microscope glass were
articially aged in a xenon arc Weather-ometer (Atlas). The
Weather-ometer irradiance was set to 0.9 W m2 at 420 nm
using a xenon arc lamp (6500 watt) with an inner soda lime and
outer borosilicate lter in order to simulate indoor conditions.
The corresponding illuminance was about 75 000 lux. The
temperature and humidity was maintained at 25  C and 45 
6% RH. In order to avoid the reection of the light, a black
cardboard was set on the back of the samples.
The accelerated aging was performed to speed up the natural
aging process of the studied material (two years when this paper
was written). Articial aging tests are oen used in the cultural
heritage eld to predict the long-term eﬀect of a conservation
treatment. Thus, its value is to predict some eﬀects or reactions
that can contribute to the deterioration of materials or conservation treatments, in relative terms.37
Our interest is using articial aging to identify the photocatalytic eﬀects of the TiO2 nanoparticles on the polymer
matrix.
The aging of the materials was followed with MicroAttenuated Total Reection (ATR) Fourier Transform Infrared
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(FTIR) spectroscopy and Gel Permeation Chromatography
(GPC). FTIR analyses were carried out with a Nicolet 6700
spectrophotometer coupled with a Nicolet Continuum FTIR
microscope equipped with a MCT detector (acquired between
4000 and 600 cm1 with 256 acquisitions and 8 cm1 resolution) with an attenuated total reection Si crystal accessory
(ATR). GPC analyses were performed with a Perkin-Elmer (PE)
liquid Chromatography system consisting of PE Series 410 LC
pump, two Polymer Laboratories PL-gel 5 mm mixed D-columns
(300 mm  7.5 mm) and a Millipore 410 diﬀerential refractometer. The columns and refractometer were maintained at
35  C. Tetrahydrofuran (THF) was used as the eluant (1 ml
min1). The instrument was calibrated daily using ve polystyrene standards with weight-average molecular weights (Mw)
ranging between 162 and 207 000. GPC samples were prepared
by dissolving the polymer in unstabilized THF (up to 1% in
weight); in the case of nanocoatings, the polymer was collected
aer the nanoparticles precipitation in THF.
The chemical composition of the industrial black tube
colour was valued with a Q500 Thermogravimetric analyzer (TA
Instrument). The sample was heated to 800  C in nitrogen
atmosphere.
The painting-model was optically characterized with a beroptic spectroradiometer, FS3 (ASD Inc, Boulder, CO) for
obtaining FORS (Fibers Optics Reectance Spectroscopy)
spectra at various sites. The spectrometer operated from 350 nm
to 2500 nm with a spectral sampling of 1.4 nm from 350 to
1000 nm and 2 nm from 1000 to 2500 nm. The spectral resolution at 700 nm was 3 nm, and at 1400 and 2100 nm it was
10 nm. The light source of a leaf probe head (ASD Inc) was used
at a distance of 10 cm in order to briey illuminate the painting
(4000 lux), and the ber was placed 1 cm from the object,
giving a 3 mm spot size to the painting. The samples were
illuminated at 45 degrees and the light collected normal to the
sample. Typically 64 spectra were averaged and total acquisition
time was 7 s per point. Through the integration of the reectance spectra in the visible range (380–720 nm) the determination of the samples colours in the CIE (Commission
International de L'Eclairage)-L*, a*, b* colour space was performed. Calculations were performed using the CIE Standard
Illumination D65, based on actual spectral measurements of
the daylight and a correlated colour temperature of 6504 K. This
is the most widely used colour temperature in the industry of
graphic arts and in the eld of cultural heritage, where it is
employed to check colour changes in works of art. The colour
diﬀerences are generally calculated as the square root of the
combined squares of the chromaticity diﬀerences (a*, b*, L*)
and is dened as delta error (DE):
qﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃ
DE ¼ ða*Þ2 þ ðb*Þ2 þ ðL*Þ2
DE has to be higher than 1.0 so that the changes of colours
are perceptible by human eyes.
The chemical stability of the nanocomposite lms cast on
the painted replicas preserved in a conservation studio, in front
of a window facing west, was monitored by Micro-ATR FTIR.
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FTIR analyses were carried out with a Nicolet 6700 spectrophotometer coupled with a Nicolet Continuum FTIR microscope equipped with a MCT detector (acquired between 4000
and 600 cm1 with 128 acquisitions and 4 cm1 resolution) with
an attenuated total reection Ge crystal accessory (ATR). The
spectra were baseline corrected and subtracted using Omnic
soware, and normalized on the intensity of the CH3 bending
vibration (at 1374 cm1), which is the most stable band in terms
of intensity.
The eﬃciency of the removal process of nanocomposite
coatings from the painted surface was investigated using MicroATR FTIR, as well as Environmental Scanning Electron
Microscopy (ESEM) observations and Energy Dispersive X-ray
(EDX) analyses, performed using a Zeiss EVO 50 EP ESEM,
equipped with an Oxford INCA 200 – Pentafet LZ4 spectrometer.
EDX technique was used to obtain a semi-quantitative evaluation of Ti atoms present on the treated and cleaned painted
surface, relative to the other elements identied in the spectrum (C, O, Na, Si, P, S, K, Ca), by opportunely converting the
area under the peak into number percent. The instrument
detection limit is 0.03%.
VIS spectrophotometric measurements of the real painting
were carried out with a Konica Minolta CM-600D instrument,
with a D65 illuminant at 8 , wavelength range between 360 nm
and 740 nm. Measurements were elaborated according to the
CIE L*, a*, b* standard colour system: ten measurements were
performed on each area and the average results of L*, a*, b* were
used to calculate the colour diﬀerence DE between naturally
aged and unaged lms. Optical inspection of the real painting
surface before and aer the conservation treatment with nanocoatings was performed with a portable digital microscope
Dino-Lite Premiere AM7013MT, colour CMOS sensor and white
LED illuminator.

Results and discussion
Optical properties of nanocoatings cast on a painting-model
As described in the literature, the gloss of paints is a function of
pigment volume concentration (PVC);38 in general, the
maximum gloss is achieved when the amount of binder is
suﬃcient to cover all the pigment particles (the critical pigment
volume concentration – CPVC). The refractive index of the
painted layer is that one of a composite material and it is the
average weighted on the volume fraction between the pigment
and binder refractive indices. In this case, the painting layer was
prepared by a commercial acrylic tube colour. Thermogravimetric analysis (TGA) allowed to verify that, excluding the
diluents which evaporate during the lm formation (about 14%
of the total weight), the paint was made with about 71% in
weight of acrylic binder, whose refractive index is about 1.5 at
589 nm, and 29% in weight of ivory black, whose refractive
index is about 1.7 at 589 nm (ESI Fig. 1†). By considering the
polymeric matrix and the inorganic phase densities, the
resulting refractive index of the painting layer was about 1.58 at
589 nm. It is just an estimate since it is diﬃcult to know the
exact composition of the commercial product.
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Surface roughness is an additional factor in the appearance,
thus, paint layers above their CPVC or with rough surfaces are
generally matte and have low colour saturation.
The application of a consolidant or varnish material on such
a substrate can both lower the PVC and smooth the surface,
making the paint appears more saturated and darker. On the
other hand, as explained above, the maintenance of the characteristic matte appearance is necessary for some kinds of
artworks.
Fig. 1a shows the appearance of the home-made matte
painting-model before (Fig. 1a, Ref.) and aer the application of
the pristine polymer (Fig. 1a, C0), and the nanocoatings lled
with an increasing concentration of titanium dioxide in the
polymeric matrix (respectively, Fig. 1a, C16, C28, C44). The
optical inspection of these pictures reveals that the coatings
characterized by the presence of the embedded TiO2 and, as
consequence, with a higher refractive index (see Table 1),
appear matter and hazier with the increase of the nanoparticles
concentration in the polymeric matrix, than the coating made
with the pure polymer. The optical characterization of uncoated
substrate and coated surfaces was performed using the FORS
instrument. The samples are illuminated at 45 and the diﬀuse
light collected at the surface normal (Fig. 1b). The spectra in
reectance of samples (Fig. 1c) are in good agreement with the
visual appearance (Fig. 1a): the coating made with the pure

(a) Images of the black painted surface before (Ref.) and after
the application of the coatings: pristine poly(2-ethyl-2-oxazoline)
(C0); nanocomposite ﬁlms with 16 wt%, 28 wt% and 44 wt% of TiO2 in
the polymeric matrix (C16, C28, C44, respectively). (b) FORS setup
used to collect the spectra in reﬂectance of the uncoated and coated
black paint. (c) FORS measurements.
Fig. 1

Table 1

Refractive indices of the pure polymer and nanocomposite

ﬁlms

Coating

TiO2
(%w/w)

T (%)
[550 nm]

T (%)
[694 nm]

R.I.b
[550 nm]

R.I.a
[694 nm]

C0
C16
C28
C44

0
16
28
44

90.2
88.8
88.2
84.7

91.5
90.2
89.8
88.4

1.52
1.56
1.60
1.67

1.52
1.57
1.60
1.65

a

R.I. calculated by spectrophotometer. b R.I. measured by ellipsometer.

84882 | RSC Adv., 2015, 5, 84879–84888

polymer (C0) is darker than the reference; in fact the colour
coordinate L*, that indicates the lightness, is 14.80 instead of
21.80. This can be attributed to the decrease of the light scattering because of the reduced substrate roughness. On the other
hand, the set of lms lled with TiO2 nanoparticles appears
matter and hazier with the increase of nanoparticles' concentration in the polymeric matrix. This is attributed to the scattering induced by the high refractive index TiO2 particles within
the paint lm. In fact, the comparison between the third and
fourth columns in Table 1 reveals that, although nanocomposite lms are optically transparent, they show a loss in
transmittance attributed to Rayleigh scattering, due to the
presence of nanoparticle clusters into the polymeric matrix. In
particular, the FORS spectrum of the sample characterized by
the average concentration of TiO2 nanoparticles (C28) matches
in the best way the reference spectrum from the reectivity
point of view. Furthermore, a feature of the lms charged with
titanium dioxide nanoparticles is a growth of the curve of
reectance in the blue zone of the visible range before the
nanoparticles' UV absorption; it is the only diﬀerence between
the reference and the sample C28 spectra and it is related to
Rayleigh scattering.
In order to have a better understanding of the colour
changes induced by the presence of coatings on the painted
surface, the conversion of the reectance spectra in the colorimetric coordinates L*, a* and b* has been performed.
Table 2 shows the results obtained using the CIE Standard
Illuminant D65, whose spectrum is representative of the
daylight condition. DE values were also calculated using as
reference the pristine black painted surface in order to verify
whether the colour changes were eﬀectively perceptible by
human eyes.
As Table 2 shows, the only DE value lower than 1.0 is related
to the sample charged with the medium concentration of TiO2
in the polymeric matrix (C28). The diﬀerence of colour between
the reference (Ref.) and C0 and C16 coatings is mainly attributed to the coordinate L*, that is too low. This indicates an
important decrease of the surface lightness. In fact, the paint
appearance aer coating with these lms is too dark and saturated. On the other hand, polymeric nanocomposites show
a signicant diﬀerence in the colour coordinate b* whose value
shis to lower value (blue colour) with the increase of the
nanoparticles concentration in the polymer. It is related to
Rayleigh scattering that mainly contributes to the diﬀusion of

Table 2 Colorimetric coordinates L*, a*, b* of the black paint (Ref.)
and of the substrate coated with the pristine polymer (C0), and the
ﬁlms ﬁlled with TiO2 (C16, C28 and C44). DE values are also reported.
In bold font the only case in which DE is less than 1.0, as it indicates that
the change of colour is imperceptible for human eyes

L*
a*
b*
DE

Ref.

C0

C16

C28

C44

21.80
0.02
0.33
—

14.80
0.2
0.25
4.8

17.10
0.1
1.18
2

22.40
0.1
1.17
0.9

23.80
0.09
1.77
3.4
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the component blue of the light. The lm made with higher
concentration of titanium dioxide nanoparticles (C44) scatters
too much and appears lighter than the reference.
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Chemical properties, stability and reversibility of
nanocoatings cast on the painting-model
Painting-replicas covered by nanocoatings were analyzed by
FTIR spectroscopy before and aer two years of natural aging in
a conservation studio in order to verify their stability when
exposed to indoor conditions. TiO2 nanoparticles are known to
have photocatalytic properties and may deteriorate the polymeric matrix.39–42 This could be an important drawback in the
application of such a coating because it could aﬀect its durability. On the other hand, as C. V. Horie states “the most diﬃcult tasks of a conservator is reversing the conservation
treatment of an object [.]”.43 This is the reason for which this
paper focuses its attention on both the assessment of the eﬀects
of the proposed material, and the possibility to remove the
conservation treatment with time.
From this point of view, it is important to highlight that this
research reports a proof-of-concept of protective coatings (not
a ready-to-use materials) able to mimic the surface diﬀusive
properties of some peculiar works of art, characterized by matte
painted surfaces that needs to be preserved. Certainly, the
proposed material cannot be used for hygroscopic paintings
since it is based on an aqueous dispersion, but it could be an
interesting solution for works of art sensitive to the common
organic solvents (such as petroleum derivates or esters). In fact,
these diluents could compromise the surface of modern and
contemporary paintings made with young oils or acrylics.
The painting models are still exposed in the conservation
studio, in front of a window facing west and, monitoring test
will be carried out in order to evaluate the durability of the
treatments aer longer periods than two years.
The main IR absorption bands of the polymer poly(2-ethyl-2oxazoline), which is a complex aliphatic tertiary amide, are reported in Table 3.44 It has been reported in the literature that
spectra of PEOX lms, which were articially aged under UV
light (l > 280 nm) in a solar box, show the formation of new
absorption bands of lactones and carboxylic groups (1730 cm1,
C]O stretching) and of secondary amide (1541 cm1, NH
bending; 3297 and 3080 cm1, NH stretching), which are
formed by oxidation and depolymerization of tertiary amide.45
By comparing the spectra in Fig. 2a of PEOX pristine polymer
(C0) cast on painting-replicas, before and aer natural aging, it is
possible to see a new peak at 1727 cm1 (C]O stretching of

Table 3

Main absorption bands of poly(2-ethyl-2-oxazoline)

IR bands (cm1)

Functional group

3493
2978, 2935, 2874
1646
1468, 1424, 1374, 1318
1238, 1197, 1059

NH stretching
CH2, CH3 stretching
C]O stretching of tertiary amide
CH bending
C–C stretching

This journal is © The Royal Society of Chemistry 2015

(a) FTIR spectra of the C0 nanocomposite ﬁlm, before (dash
line) and after (dash line) a natural aging for two years. (b) FTIR spectra
of the C44 nanocomposite ﬁlm, before (dash line) and after (solid line)
a natural aging for two years.(c) FTIR spectra of unaged C0 and C44
ﬁlms and of naturally aged C0, C16, C28, C44 ﬁlms.

Fig. 2

esters), which is indicative of the presence of oxidation products
in the polymer. Moreover, the comparison between two spectra
shows a decrease of the absorption bands at 3487 cm1, in the
region 2878–2975 cm1 and at 1059 cm1, a shi from 1642 to
1648 cm1 of the sharp peak related to C]O stretching of tertiary
amide. The absorption peaks of the acrylic painting layer have
been subtracted from the spectra obtained from the replicas
covered by coatings, to avoid the overlying with PEOX peaks.
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In Fig. 2b, the spectrum of aged C44 nanocomposite coating
shows the continuous absorption band of Ti–O starting from
812 cm1 and a slight increase of the peak at 1727 cm1,
compared to the spectra of aged C0 (Fig. 2a). As it is shown in
Fig. 2c in the spectra of aged nanocoatings, by increasing the
concentration of TiO2 nanoparticles, the peak at 1727 cm1
slightly increases but the height of this peak in C16 and C28 is
comparable to that one in C0 lm, indicating that, at this
moment, the polymer preserves its stability, even in presence of
nanoparticles.
The possibility to remove the added materials without
compromising the original underlying layers has been investigated by cleaning tests on the naturally aged painting-replicas,
covered by nanocomposite coatings. The complete removal of
the polymer, aer the treatment with TWEEN 20 and a water
solution of TAC 1% w/w, has been veried by micro-FTIR
Spectroscopy in m-ATR mode.
In Fig. 3a, the spectra of painting-model covered by C44 lm,
before and aer the cleaning tests, and the acrylic black paint
reference are reported. The absorption bands of the cleaned
surfaces are perfectly overlaid with the peaks of the reference.
Moreover, the spectra of the detection points of the cleaned
areas do not show the continuous absorption band related to
the presence of TiO2 nanoparticles (809 cm1).
In order to better control the absence of residual TiO2
nanoparticles on the surface of the painting-model, SEM-EDX
was used to obtain a semi-quantitative evaluation of the

elements (C, O, Na, Si, P, S, K, Ca, Ti) present on the surfaces of
treated and cleaned painting-replicas. In Fig. 3b, the quantity of
Ti in diﬀerent coatings C0, C16, C28, C44, before and aer the
cleaning tests with TWEEN 20 and TAC is reported. As expected,
the Ti content increases progressively from C0 to C44. In the
cleaned areas, a complete removal of TiO2 nanoparticles occurs
in C16 whereas in C28 and C44, Ti decreases but it is still
present in very low amount. This can be explained by taking into
account that the same cleaning treatment was used to remove
every coating. Probably, for completely removing the coatings
C28 and C44, the cleaning treatment should be repeated. Fig. 4
shows the morphological characterization by ESEM-EDX of the
paint surface before cleaning.
The black acrylic paint reference is characterized by a rough
surface where the grains of pigment are well recognizable. The
application of the PEOX lms makes the surface smoother,
especially for painting models covered by C0 and C16 lms. On
the contrary, C28 coating ESEM image shows a surface, which is
more similar to that of the black paint reference. Instead, C44
lm presents some defects: the surface is cracked and, in some

(a) IR spectra before (black) and after the cleaning tests with
TAC (green) and TWEEN 20 (purple) and the spectrum of the acrylic
black paint reference (red). (b) Ti content (%) in C0, C16, C28, C44
coatings, before and after the cleaning tests with TWEEN 20 and TAC.

Fig. 4 ESEM-EDX characterization of the surface of aged black paint
uncoated (a), and coated with nanocomposite ﬁlms: C0 (b), C16 (c and
f), C28 (d) and C44 ﬁlms (e) and maps of distribution of the main
elements Ti (g), Ca (h), P (i) and Si (j) on the C16 ﬁlm (f).

Fig. 3
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areas, the lm disappears. It is not clear if these defects are due
to the aging or to the presence of an excessive amount of TiO2
nanoparticles in the polymer. In Fig. 4f, a SEM image at higher
magnication of C16 coating is present, together with the
distribution maps of the main elements (Ti, Ca, P and Si). TiO2
nanoparticles are well dispersed inside the polymeric lm and
the higher Ti concentration on the right part of the image is due
to a higher thickness of the lm. On the contrary, on the le
part, the thickness of the C16 coating decreases and the characteristic signals of the underlying black paint layer (Ca, P and
Si) are predominant.
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Chemical stability of nanocoatings exposed to articial aging
In parallel to the natural aging of the painting models, articial
aging tests have been carried out by using a Xenon arc lamp as
light source. Inner soda lime and borosilicate lters were used
to provide daylight conditions behind a glass window. The light
source spectrum presents a small portion of UV light from
300 nm to 400 nm, with an irradiance of about 0.5 W m2 at 350
nm, while the major part of wavelengths owned to the visible
range, with an irradiance of about 0.9 W m2 at 420 nm.
Fig. 5 conrms that polyoxazolines are very stable materials;
PEOX spectrum does not show any evident changes aer
1517 hours.
On the other hand, C44 IR spectra (Fig. 6), collected aer
diﬀerent times of irradiation, show important changes aer
only 6 hours of articial aging. Fig. 6b shows the formation of
a new band at 1730 cm1 that increases with time. Moreover,
aer 24 hours (Fig. 6c) a shoulder of the amide carbonyl band
appears at 1670 cm1, while the main peak at 1630 cm1
decreases. This phenomenon continues until the carbonyl peak
of the tertiary amide disappears completely (Fig. 6f). These new
peaks at 1730 and 1670 cm1 are attributed to the carbonyl
functional groups of an carboxylic acid and a free secondary
amide respectively. Moreover the appearance of a broad band at
about 3200 cm1 conrms the formation of acid hydroxyls. Aer
311 hours of irradiation the complete degradation of the polymer is observed.

Poly 2-ethyl-oxazoline (C0) spectrum after (a) 0 h and (b) 1517 h
of artiﬁcial aging.

Fig. 5

This journal is © The Royal Society of Chemistry 2015

Fig. 6 FT-IR spectrum of the most concentrated nanocomposite C44
after (a) 0 h; (b) 6 h; (c) 24 h; (d) 48 h (e); 90 h and (f) 180 h of artiﬁcial
aging. The spectrum of the nanocoating after 311 h is not reported
here since the material is completed destroyed and no IR bands
appear.

This information was used to develop and propose a mechanism of the poly(2-ethyl-2-polyoxazoline) degradation, showed
in Scheme 1. The excitation of titanium dioxide by the ultraviolet light (l < 400 nm), with the following reduction of Ti4+ to
Ti3+, in presence of oxygen, leads to the formation of oxidized
reactive species such as HOc, H2Oc, O2. A conventional radical
mechanism promotes the hydroperoxidation of the carbon a to
the nitrogen. No experimental results favour the break between
the nitrogen and the carbonyl and, in that case, shorter UV
wavelengths (l < 300 nm – UV-B region) are required.46–48
Moreover, the attack on other carbons could not be completely
ruled out. In the Scheme 1, apart from the peroxy radicals, other
intermediate products are described, such as the alkyl and the
alkoxy radicals, but the nal result is the decomposition of the
polymer in a free secondary amide and a carboxylic acid, as IR
experimental data showed. This mechanism was also
conrmed by GPC analysis, by observing the variation of the
retention time of the polymer before and aer about 44 hours of
articial aging in the weather-ometer. The pure poly(2-ethyl-2oxazoline) preserves its pristine molecular weight with time
(ESI Fig. S2†), while polymeric matrix of the higher
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Fig. 7 (a) Photo of the white monochrome painting seen from above
(before the conservation treatment); (b) test of nanocoatings brushed
on the painting surface; (c) optical inspection of the treated areas by
portable digital microscope.

Application of nanocoatings on a real painting

Scheme 1

Predicted mechanism for polyoxazoline degradation.

concentrated nanocoating shows a loss of the initial molecular
weight and a consequent increase of the polydispersity aer the
articial aging (ESI Fig. S3†).
This result doesn't correspond with the data obtained at the
moment with natural aging, aer two years of exposure behind
a window facing West. It conrms that the predictive value of
these tests is not absolute, as explain above. Nevertheless,
articial aging allows the introduction of a degradation mechanism of the polymeric matrix induced by the photocatalytic
activity of TiO2 nanoparticles, showing that the poly(2-ethyl-2oxazoline) tends to de-polymerize instead of cross-linking,
favouring its removal in future.
In fact, polymer degradation can induce two main
phenomena: cross-linking and de-polymerization. The rst one
causes the drop of the solubility and change of the thermal
properties; the second one causes the loss of the structural and
optical properties of the material, but – at the same time – the
preservation of the pristine solubility. In our case, coatings are
soluble in aqueous systems and the solubility remains the same
with time; it is a clear obviousness that the material depolymerizes instead of cross-links.43,49 The de-polymerization
is a fundamental prerequisite in the conservation eld since
the removal of added materials in restoration treatments
shouldn't compromise the pristine underlying layers and it
should be possible with low aggressive systems. Clearly,
aqueous methods for cleaning treatments are good for works of
art that are not hygroscopic; nevertheless, to date, they are the
most used in this eld.50,51
Since two years are not a long time, the painting-model will
be preserved and monitored for many years, in order to assess
the behaviour of the nanocoatings with time.
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The nanocomposite material was tested on a contemporary
work of art: a model-studio made with a white colour (titanium
dioxide and kaolin dispersed in a vinyl resin) cast on a double
support of PVC with phthalate and cotton, attributed to Agostino Bonalumi. In this case, C44 nanocoating provides the best
aesthetical compatibility by optical inspection, conrmed with
portable microscope, while the areas treated with pure PEOX
and the less charged nanocoatings are too glossy for an invisible preservation treatment (see Fig. 7). Table 4 shows the
colorimetric coordinates L*, a*, b* measured using the CIE
Standard Illuminant D65. DE values have been also calculated,
using as reference the pristine white surface of every pre-treated
area of the painting, in order to quantify colour changes.
According to DE values, C28 and C44 coatings provide the best
result, even if – from inspection with a microscope – C44 seems
to be more suitable from the optical point of view. The areas
treated with C0 and C16 materials show visible diﬀerences from
the original, mainly attributed to the coordinate L*, that is too
low, sign of a decrease of the surface lightness, and of the
coordinate b*, whose value shis to higher value (warmer
colour). This can be mainly attributed to PEOX, whose
appearance is slightly yellow.

Table 4 Colorimetric coordinates L* a* b* of the painting surface
before and after the treatment with coatings: C0, C16, C28 and C44.
DE values are also reported. In bold font the cases in which DE is less
than 1.0, as it indicates that the change of colour is imperceptible for
human eyes

Pre-treatment

C0
C16
C28
C44

Post-treatment

L*

a*

b*

L*

a*

b*

DE

80.8
82.8
81.8
83.8

0.63
0.36
0.38
0.37

8.6
8.1
8.5
8.12

79.1
82.3
81.9
83.1

0.55
0.29
0.39
0.27

9.4
8.9
8.9
8.5

2
1
0.4
0.3
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Conclusions
The present study reports the set-up of novel nanocoatings able
to mimic the surface diﬀusive properties of matte painted
surfaces. It has been obtained by exploiting the bulk scattering
phenomenon induced by the presence of nanoparticles with
tailored optical properties (high refractive index and optical
transparency in the visible range), suitably dispersed in a polymeric matrix. Three diﬀerent concentrations of TiO2 nanoparticles dispersed in poly(2-ethyl-2-oxazoline) were prepared,
obtaining transparent nanocomposites characterized by
tunable optical properties. In particular, lms showed UV
ltering up to the proximity of the visible range and tailored
refractive index, up to about 1.67, by the increasing concentration of nanoparticles in the polymeric matrix. Moreover,
although nanocomposite lms were optically transparent, they
show a loss in transmittance attributed to Rayleigh scattering,
due to the presence of nanoparticles clusters in the matrix.
Thanks to the possibility to tune the amount of diﬀused light by
the nanoparticles concentration in the polymer, a novel application of this material has been found for the treatment of
matte artworks. The optical performances of this material have
been tested on a black acrylic monochrome painting, in order to
simulate its application in the conservation of cultural heritage.
FORS measurements have been able to describe the optical
appearance of the painting-replicas aer the treatment with
nanocoatings, revealing that is possible to match the reective
properties of the pristine painted surface by tailoring the
amount of nanoparticles in the polymeric matrix via bulk
scattering. Moreover, the increase of the nanoparticles
concentration in the polymeric matrix can provide a weak
increase of the surface roughness, whose specic contribution
to the light scattering has not been evaluated.
The requirement of stability and reversibility of this material
cast on painting models has been checked aer two years of
natural aging. FTIR measurements showed a weak aging of the
polymer revealing that, in natural indoor conditions, TiO2
nanoparticles does not cause extensive degradation. On the
other hand, articial aging tests showed that TiO2 nanoparticles can catalyze de-polymerization of the poly(2-ethyl-2oxazoline) over time, with the important consequence that
the polymer will remain soluble in organic and aqueous
solvents.
This has been demonstrated for the naturally aged sample by
the dissolution of the material with aqueous solutions added
with a non-ionic surfactant (TWEEN 20) and a weak chelate
agent (ammonium citrate tribasic). The removal eﬃcacy was
ascertained by FTIR and SEM-EDX measurements on microsamples taken away from the painted surfaces, in which we
showed that it is possible to almost completely remove both the
polymer and TiO2 nanoparticles.
The results in terms of optical compatibility and retreatability obtained in this simulated painting suggested that this
material is a promising proof of concept for the consolidation
of matte artworks. For all these reason, it has been already
tested with good result, from the optical point of view, during
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a restoration treatment of a real contemporary work of art
characterized by important conservation problems, attributed
to the Italian artist Agostino Bonalumi. The stability of TiO2
nanocoatings should be further investigated as well as the
possibility of using less photo-active nanoparticles. From this
point of view, the best approach could be to cover the TiO2
nanoparticles surface with a shell of SiO2 and Al2O3, that are
inert, transparent in the visible range, and characterized by
a refractive index close to the polymeric matrix (1.46 at 589 nm
for silicon dioxide and about 1.77 at 589 nm for alumina).
Moreover, there are some examples in literature involved in the
development of core–shell TiO2–SiO2 and TiO2–Al2O3
nanoparticles.52
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